
NOKSEL MILL TEST CERTIFICATE D 8 t e 1 4 0 5 2 0 1 1 

g V L i K B O R U SANAYiA.5. EN 10204 3.1 No E 11 - 4220 

Customer : T H Y S S 6 N K R U P P F E R R O G L O B U S ZR t 

OrtcrNo S T 3 4 0 4 B / F G - 3 5 4 0 0 0 4 8 6 B 6 

P i e c e s 488 pes. ^ ^ 
MOB 

Tota l L e n g t h ; 2.928 m. T*m*9o 

Stxe 3 48.3 x 3 , 2 0 m m 

Description of G o o d * i r Serv ices : 

Longitudinally wBided wi e r and g a s pipes accord ing to 

E N 10255 in grade S19 ! or equivalent suitable for galvaniz ing 

LEAK TE9T VISUAL AND I MENSiONAL INSPECTION 

50 ttw / O K % 100 sa sfactory 

HEAT NO 

1C1891 

8 ^ 1 0 5 6 

Standard 
Win . 

Max. 

TENSILE TESTING 
Rt 

(N/mm1) 

255 

264 

262 

268 

Rm 

(imm*) 
419 

423 

415 

425 

350 

52D 

A 
.1%) 
26,00 

34,00 

32.00 

29.00 

20,00 

CHEMICAL COMPOSITION ( % ) 

0,060 

0.078 

0,063 

0.079 

0.011 

0,010 

0,017 

0,010 

0,017 

0,018 

0,018 

0,022 

The material has been manufactured, sampled, tested and 

inspected in accordance with E N 10255 standard and 

has been found to meet the requirements. 

ORIGINAL 

0,030 

Mn 

0,339 

0,378 

0.386 

0,382 

Si 

0,021 

0,014 

0,024 

0,021 

1,400 
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